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Introduction 
Separation of biologically active material from produced factors is 

receiving a great deal of interest regarding biotechnological usability. 
A system of biologically active material coated with polymeric shells 
insuring delivery of intact active factors and interspacing from host 
immunological system (in case of cell transplantation) may serve for 
biological processes regulation in biotechnological applications. 

In spite of efforts to control cancer, the mortality associated with 
this disease has been increasing in developed countries in the recent 
decade. Inadequate efficiency of existing therapeutic regiments 
and the rise of multi-drug resistant cancer cells are the main factors 
which require a broadening of investigations into novel anticancer 
strategies. Enhancement of apoptosis in tumors has been suggested 
recently as an optional anticancer strategy [1,2] and generation of 
apoptotic anticancer agents has been receiving attention. Pathogenic 
microorganisms may have the role as the source of agents for apoptotic 
therapy. 

Encapsulation in polyelectrolyte membranes may be proposed to 
separate microorganisms from produced factors and to separate the 
host from the bacterial cells. Also, the coating shell allows protecting 
the coated material against the host immunological system. 

The layer-by-layer technique (LbL), using self assembly processes of 
polymers involving electrostatic interactions was applied to immobilize 
the microorganisms within the membranes. The alternate deposition of 
differently charged polyions onto charged substrates allows building 
up polyelectrolyte multilayers. Different polyelectrolyte materials 
have been applied to form the layers on biological material e.g. poly 
(styrene sulfonate) and poly(allylamine), poly(ethylene glycol) and 
poly(vinyl alcohol), hyaluronic acid and poly(L-lysine) [3,4]; chitosan 
and carboxymethyl cellulose [5], poly(acrylic acid) poly(ethylene 

oxide)-block-poly(caprolactone) [6]. In our experiments, the modified 
Bacillus subtilis bacterial cells were coated using the polyelectrolyte 
(PE) shells, modified with the fullerenol introduced into the shells to 
increase integrity of the system. 

Bacillus subtilis is a model Gram-positive bacterium which products 
are generally regarded as safe (GRAS). This microorganism is widely 
used in biotechnology because of efficient proteins production as well 
as the possibility of gaining GRAS status for B. subtilis-derived proteins 
[7,8]. B. subtilis was the first platform for heterologous expression of 
listeriolysin O (LLO), a hemolysin from the pathogenic bacterium 
Listeria monocytogenes [9,10]. LLO is a protein of 58 kDa molecular 
weight encoded by gene hly. Its physiological function relies on pores 
performing in endosome membrane allowing for bacteria release to the 
cytoplasm causing lethal for the cell [9,10].

The bacterial cells producing LLO were immobilized within 
modified nano-thin polyelectrolyte membrane coatings as a system for 
anticancer agent production. Their impact on human leukemia cells 
was evaluated in vitro to assess the bacterial lethal impact on target 
leukemia cells. 

*Corresponding author: Ludomira H. Granicka, Nalecz Institute of Biocybernetics 
and Biomedical Engineering, Polish Academy of Sciences, Warsaw, Poland, 
E-mail: ludomira@ibib.waw.pl

Received October 17, 2012; Accepted November 09, 2012; Published November
12, 2012

Citation: Borkowska M, Łyżniak M, Grzeczkowicz A, Stachowiak R, Kawiak J, et 
al. (2012) The Cytotoxic Effect of Polyelectrolyte Shells Coated Bacterial Cells 
on Human Leukemia Cells. J Nanomed Nanotechol 3:152. doi:10.4172/2157-
7439.1000152

Copyright: © 2012 Borkowska M, et al. This is an open-access article distributed 
under the terms of the Creative Commons Attribution License, which permits 
unrestricted use, distribution, and reproduction in any medium, provided the 
original author and source are credited.

The Cytotoxic Effect of Polyelectrolyte Shells Coated Bacterial Cells on 
Human Leukemia Cells
M. Borkowska1, M. Łyżniak2, A. Grzeczkowicz1, R. Stachowiak3, J. Kawiak1, J. Bielecki3, B. K. Budziszewska2 and L. H. Granicka1*
1Nalecz Institute of Biocybernetics and Biomedical Engineering, Polish Academy of Sciences, Warsaw, Poland
2Institute of Hematologyand Transfusion Medicine, Warsaw, Poland
3Department of Applied Microbiology, Faculty of Biology, University of Warsaw, Warsaw, Poland

Abstract
Encapsulation of cells in polymeric shells allowing for separation of biological material from produced factors may 

find application in the systems for biological processes regulation. Inadequate efficiency of existing therapeutic anti-
cancer regiments and the rise of multi-drug resistant cancer cells have required investigations into novel anticancer 
strategies. Enhancement of apoptosis in tumors has been suggested as a new anticancer strategy. Pathogenic 
microorganisms may have the role as the source of agents for apoptotic therapy. 

Modified cells of Bacillus subtilis were encapsulated using layer-by-layer technique within polymeric shells for 
application in local anti-tumor therapy. 

The applied shells were modified with incorporated fullerene derivate to ensure the layers stability and integrity. 
The impact of modified nano-thin shells coated bacterial cells on human leukemia cells was evaluated in vitro. It 
was observed that coating with applied polyelectrolyte layers with incorporated fullerenol allowed for bacterial cells 
functioning during the culture period and the lethal impact on eukaryotic cells was observed. 

Applied membrane conformation allowing for functioning of encapsulated microorganisms may be recommended 
for coating shells for local anti-tumor treatment purposes. 
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Materials and Methods
Reagents 

poly-L-lysine hydrobromide (MW 15-30 kD) (Sigma, USA), poly-
L-lysine FITC labeled hydrobromide (MW 15-30 kD) (Sigma, USA), 
poly(ethylenimine) (MW 60 kD) (Aldrich, USA), Polyhydroxy small 
gap fullerenes, hydrated (Sigma, USA); (3-4,5-dimethylthiazol-2-yl)-
2,5-diphenyltetrazolium bromide (MTT) (Sigma, USA); Live/Dead® 
BacLightTM Bacterial Viability and Counting Kit (L34856) (Molecular 
Probes, USA); Isopropyl β-D-1-thiogalactopyranozyd (IPTG) (ICN, 
USA). 

Media RPMI 1640 (Gibco, USA); Luria-Bertan (LB) Broth, Miller 
(Difco, USA); Brain Heart Infusion Medium (BHI) (Becton-Dickinson, 
USA), Newborn calf serum (NCS) (Gibco, USA).

Culture media: RPMI-1640 supplemented 10% NCS (RPMI-
1640/10% NCS).

Culture medium for bacteria: BHI supplemented with 100 μg/ml 
erythromycin and 100 µg/ml chloramphenicol. 

Cell line: Jurkat-human leukemia T-lymphocyte cell line.

The Jurkat human leukemia T-lymphocyte cell line (American 
Type Culture Collection, Rockville, MD, USA).

Peripheral blood mononuclear cells: They are obtained from 
chronic lymphocytic B leukemia patients. Blood collection was 
approved by patients. 

Bacterial strains: The B. subtilis strains used in this study 
are derived from an asporogenic strain containing a spoIIE: 
Tn9I7fQHU181::1ac55 insertion designated MB4 [11]. B. subtilis strain 
BR1-S is a recombinant strain expressing hemolysin (LLO). Gene hly 
encoding LLO from L. monocytogenes strain 10403S was cloned in 
vector pAG58 and transformed into MB4 resulting in strain BR1-S 
[12]. Plasmid pAG58-hly was engineered to remove lacI repressor 
coding sequence. Obtained vector was used to transform MB4 strain 
producing BR1-C strain, capable of IPTG independent LLO synthesis. 

Zeta potential measurement

Evaluation was performed in Zeta Potential Analyzer Zetasizer 
Nano Z (Malvern Instruments, UK) at parameters: electrical field 8-10 
V/cm, measure time 20-120 s, temperature measure 20ºC, conductivity 
120-150 mS/cm. 

Fluorescent staining of bacterial cells 

Live/Dead BacLight Kit (Molecular Probes) containing the mixture 
of two nucleic acid stains–green-fluorescent Syto 9 dye (dying alive 
cells) and red-fluorescent propidium iodide (dying necrotic cells) was 
used to examine the viability of bacterial cells. Kit was used according 
to the producer’s recommendations. The preparations were covered 
with a cover glass and observed with a fluorescence microscope IX70 
(Olympus). 

Confocal laser scanning microscopy (CLSM)

CLSM cells were transferred to 8-well Labtek II chambered 
coverglasses (Nunc). Imaging was performed on an FV1000 system 
with spectral detectors (Olympus), using a 60x/1.20 water immersion 
objective lens. Fluorescence of FITC was excited with the 488 nm line 
of an argon-ion laser and collected in the 500-600 nm range. Images 
were processed using the Fluoview and Fiji software.

Flow cytometry
The presence of organisms was assessed using Canto II flow 

cytometer (Becton Dickinson Immunocytochemistry Systems, USA). 
The results were processed by the FACS Diva software system (Becton 
Dickinson, USA). Evaluated objects were separated from other events 
on light scatter characteristics. 

Spectroscopic evaluation 
The PE layers presence was confirmed by evaluation of 

spectrum of absorption for red irradiation (FTIR). The FTS3000MX 
(BioRadExcalibur, USA) device was applied. The 16 scans were 
collected with resolution 4 cm-1.

Statistics
Mean values and standard deviations as well as significance of 

difference were calculated in the Statistica 7.1 software. The values of p 
<0.05 were assumed as significant.

Procedures
Bacterial strains growth conditions: Bacteria were grown in LB and 

BHI supplemented with erythromycin (1 μg/ml) and chloramphenicol 
(3 μg/ml) at 37ºC with 120 rpm shaking. B. subtilis overnight cultures 
grown in LB were diluted and were grown in BHI until OD=1.5 was 
reached. In order to induce LLO synthesis (in BR1-S) IPTG was added 
to a final concentration of 1 mM. All strains had similar OD values 
when cells were taken for the experiments. 

Jurkat cells culture: The Jurkat human leukemia T-lymphocyte cell 
line was maintained in RPMI-1640 supplemented with 10% newborn 
calf serum and 1% penicillin and streptomycin. Cells were passaged 
every third day by diluting to the concentration of about 0.5×106. The 
cells were grown at 37°C in atmosphere of 5% CO2 in air. 

Human peripheral blood mononuclear cells preparation: 
The suspension of peripheral blood mononuclear cells was obtained 
from WBC of chronic lymphocytic B leukemia patients at 40,000 to 
100,000 leukocytes/μl. The patient’s leukemia B cells represented at 
least 90% of the whole leukocytes. The blood was diluted twice with 
physiological saline, mixed, and layered on Accu-Prep reagent for 
mononuclear cells isolation at the volume ratio of 3:1, centrifuged 
at 2,000 rpm for 30 minutes. The mononuclear cells suspension was 
collected from interphase, washed with RPMI-1640/10% CS culture 
medium, centrifuged at 1,200 rpm for 15 minutes and then suspended 
for culture. The isolated cells were initially cultured for 7 days to 
eliminate broken cells as well as trace erythrocytes and monocytes. 
Blood collection was approved by patients, and the procedure was 
approved on 27 February, 2008 by the Local Ethics Committee of the 
Medical Center of Postgraduate Education, Warsaw, Poland.

Preparation of complexes with fullerenol: The polyethyleneimine 
(PEI) with fullerenol complex preparation was obtained accordingly 
to the previously described procedure [13]. The complexes containing 
fullerenol at concentrations 0.250 mg/ml were obtained (FUOL). 

Coating of bacterial cells with polyelectrolytes: 5×108 bacterial 
cells Bacillus subtilis BR1-S or BR1-C were incubated with polylysine 
(PLL) solution in 0.1 M NaCl at concentration 1 mg/ml at pH 7.2. After 
3 min deposition time cells were washed with RPMI-1640 at 8000 rpm 
for 3 minutes to remove unabsorbed polyelectrolyte. 

Encapsulated PLL bacterial cells were incubated with solution of 
PEI with incorporated fullerenol in 0.1 M NaCl at concentration 1 mg/
ml at pH 7.2. 



Citation: Borkowska M, Łyżniak M, Grzeczkowicz A, Stachowiak R, Kawiak J, et al. (2012) The Cytotoxic Effect of Polyelectrolyte Shells Coated 
Bacterial Cells on Human Leukemia Cells. J Nanomed Nanotechol 3:152. doi:10.4172/2157-7439.1000152

Page 3 of 5

Volume 3 • Issue 8 • 1000152
J Nanomed Nanotechol
ISSN:2157-7439 JNMNT an open access journal

After 4 min deposition time, cells were washed 2-times with RPMI-
1640 at 8000 rpm for 3 minutes to remove unabsorbed polyelectrolyte. 
The layers PLL/FUOL were produced. 

Evaluation of encapsulated bacterial cells impact on human 
leukemia cells: The suspension of human leukemia cells Jurkat or 
B-CLL at concentration 1.5×106 cells/ml was cultured in culture 
medium RPMI-1640/10% NCS with addition of erythromycin (3 μg/
ml) in presence of the immobilized polymeric shells, bacterial cells 
BR1-S or BR1-C reached a concentration of about 108 nanocapsules/
ml. To induce LLO production and release by the immobilized BR1-S 
bacterial cells the IPTG at concentration 1 μg/ml was added to the 
culture. As a negative control the leukemia cells were cultured without 
presence of immobilized bacteria. After 2 or 24 hours incubation the 
samples of cell suspension were centrifuged at 1200 rpm for 3 minutes 
and washed with RPMI 1640/10%CS. Then, the pellet was suspended 
in the culture medium to assess cell viability. The viability of cells was 
evaluated using cytochemical reaction with propidium iodide (PI) in 
flow cytometer. 

The coating efficiency assessment: The release of bacterial cells 
from coating shell was assessed: After 24-hour culture, the suspension 
of leukemia cells cultured in presence of coated bacteria was centrifuged 
at 1200 rpm for 4 minutes, washed with RPMI-1640/10% CS suspended 
in the culture medium and cultured for 24 hours to assess the cell 
viability using cytochemical reaction with PI in flow cytometer. 

Microscopic evaluation: Bacterial cell viability assessment was 
made on the basis of a set of photos of preparations stained LIVE/
DEAD® BacLight Kit. Live cells were distinguished by the presence of 
CYTO-9. It permeates through untouched cell membrane, binds to 
nucleic acids expressing intensive fluorescence. PI enters cells with 
damaged cell membrane and binds to nucleic acids, thereby producing 
a red fluorescence of dead cells (495 nm/635 nm). Photographs were 
taken after 24 hour culture. 

Results 
The coating shell layers presence was confirmed using FTIR 

evaluation in spectrum 4000-666 [cm-1] which was described 
previously. The analysis of Zeta potential demonstrated that fullerenol 
incorporation to the layer diminished membrane potential Zeta about 
17% as compared to the membrane without incorporated fullerenol. 
Nevertheless, there was no impact of that difference on bacterial cells 
viability observed during short-time experiment in vitro. 

To visualize the polyelectrolyte layer attached to the bacterial 
cell, the fluorescently labeled polylysine was used. The bacterial cells 
covered with PLL-FITC shell, visualized using confocal microscopy are 
presented in the figure 1. The fluorescent surface of shell covering the 
bacterial cell was demonstrated. 

The bacterial cells, BR1-S and BR1-C viability was examined 
using fluorescence microscopy after coating with PE shell. The 
bacterial cells BR1-S or BR1-C encapsulated within PLL/FUOL layers 
exhibited  intensive homogeneous green fluorescence of CYTO-
9. The lack of red fluorescence proved the maintenance of intact 
cell membrane. Figure 2 represents the fluorescence microscope 
visualization of the suspension of bacterial cells BR1-S coated with 
modified polylysine polyethyleneimine bilayer after 24 hour culture. 
The intensive fluorescence of coated living bacterial cells was observed. 

The applied coating provided protection from bacteria escaping 
through the coating shell during the experiment. It was observed 
that after removal of coated bacterial cells the number of viable cells 

increased during the culture up to about 80% of initial value after 24 
hour culture. 

The impact of coated with PE shells bacterial cells on eukaryotic 
cells was assessed, whereas the applied bacteria production activity was 
presumed to act up to 48 hours. 

It was observed that the nano-thin shell coated bacterial cells 
producing LLO exhibited the lethal impact on human leukemia Jurkat 
cells. After 2 hour culture of Jurkat cells in presence of coated BR1-S 
or BR1-C, there were respectively about 81% or 72% living cells less 
as compared to a negative control. After 24 -hour culture of Jurkat 
cells in presence of coated BR1-S or BR1-C, there were respectively 
about 72% or 64% living cells less as compared to a negative control 
(figure 3). Analyzing the lethal impact of both coated strains BR1-S or 
BR1-C, it was observed that the coated BR1-S seemed to exert meanly 
higher impact on Jurkat cells as compared to the coated BR1-C strain 
during the incubation. There were meanly 6.95% or 8.35% viable cells 
less in 2 or 24 hour culture with coated BR1-S presence respectively. 
Nevertheless, no statistical difference was observed after 24 hour 
culture. 

Assessing the lethal impact of both coated strains BR1-S or BR1-C 
on B-CLL cells, it was observed that both coated strains exhibited lethal 
impact on B-CLL cells during incubation (Figure 4). After 24 hours, the 
percent number of viable cells B-CLL increased as compared to 2 hour 
incubation. It might be caused by bacterial production activity decline. 

Figure 1: Visualization of coating shell: confocal laser scanning microscopy 
images showing green fluorescence of the polylysine FITC labeled layer. 

 

Figure 2: The fluorescence microscope visualization of the suspension of 
bacterial cells BR1-C coated with modified polylysine-polyethyleneimine 
bilayer after staining with Live/Dead BacLight Kit, applying the mixture of two 
nucleic acid stains green fluorescent Syto 9 dye (dying alive cells) and red-
fluorescent propidium iodide (dying necrotic cells).  In the left: the bacterial 
cells are shown exhibiting fluorescence bright green, indicating the intact cell 
membrane presence. In the right (the left picture fragment enlargement): the 
bacterial cells are shown exhibiting mainly fluorescence bright green, however 
some organisms revealed red fluorescence. 
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There was statistical difference observed between the percent 
number of viable B-CLL cells after 2 hour or 24 hour incubation in 
presence of coated BR1-S (p=0.026<0.05) or BR1-C (p=0.002<0.05 ) 
strains.

The coated BR1-S exerted meanly higher impact on B-CLL cells 
as compared to the coated BR1-C strain during the incubation. There 
were meanly 11.0% or 8.9% viable cells less in culture with coated BR1-S 
presence as compared to the culture with coated BR1-C after 2 or 24 
hour incubation respectively. There was statistical difference observed 
between the number of viable cells cultured in presence of those two 
strains after 2 hours (p=0.001<0.05) or 24 hours (p=0.004<0.05). 

Figure 5 represents the example result of cytometric assessment 
of PI fluorescence of Jurkat cells after 24-hour culture in presence of 
coated within polyelectrolyte shells BR1-C bacterial cells. The PI binds 
to nucleic acids entering cells with damaged cell membrane, thereby 
producing a red fluorescence of dead cells. 

Discussion
The experiments demonstrated that the polylysine-polyethylenei-

mine membrane with incorporated fullerenol coating allowed for en-
capsulated bacterial cells functioning in in vitro experiment. Applied B. 
subtilis strains exhibited lethal impact on human leukemia cells during 
24-hour incubation. The effect was visible after 2 hour incubation and
was sustained during the whole time of culture. There were some dif-
ferences in mean percent number of viable leukemia cells cultured in
presence of strains BR1-S or BR1-C. However, it did not exceed about
10%. The applied shells allowed avoiding bacterial cells release during
the experiment period.

Masking the bacterial cells immunogenicity with a polymer coating 
shell is an approach that can be used to inhibit antibody-mediated 
bacteria neutralization in future biomedical application. 

Microorganisms carrying a transfected gene of another organism 
may become a source of factors affecting eukaryotic cells which may be 
thus used in local anti-tumor applications. 

Acknowledgements
This study was supported by National Science Centre funds Grant number N 

N401 592840.

References
1. Zhao M, Yang M, Li XM, Jiang P, Baranov E, et al. (2005) Tumor-targeting 

bacterial therapy with amino-acid auxotrophs of GFP-expressing Salmonella 
typhimurium. Proc Natl Acad Sci USA 102: 755-760.

2. Lee CH, Wu CL, Shiau AL (2008) Salmonella choleraesuis as an anticancer 
agent in a syngeneic model of orthotopic hepatocellular carcinoma. Int J 
Cancer 122: 930-935.

3. Veerabadran NG, Goli PL, Stewart-Clark SS, Lvov YM, Mills DK (2007)
Nanoencapsulation of Stem Cells within Polyelectrolyte Multilayer Shells. 
Macromol Biosci 7: 877-882.

4. Diaspro A, Silvano D, Cavalleri O, SilkeKrol, Gliozzi A (2002) Single Living Cell 
Encapsulation in Nano-organized Polyelectrolyte Shells. Langmuir 18: 5047-
5050.

5. Priya AJ, Vijayalakshmi SP, Raichur AM (2011) Enhanced Survival of Probiotic 
Lactobacillus acidophilus by Encapsulation with Nanostructured Polyelectrolyte 
Layers through Layer-by-Layer Approach. J Agric Food Chem 59: 11838-11845.

6. Kim BS, Park SW, Hammond PT (2008) Hydrogen-bonding layer-by-layer 
assembled biodegradable polymeric micelles as drug delivery vehicles from 
surfaces. ACS Nano 2: 386-392.

7. Fu LL, Xu ZR, Li WF, Shuai JB, Lu P, et al. (2007) Protein secretion pathways in 
Bacillus subtilis: Implication for optimization of heterologous protein secretion. 
Biotechnology Advances 25: 1-12.

Figure 3: The percent number of viable human leukemia cells Jurkat 
cultured in presence of B. subtilis BR1-S or BR1-C coated with polylysine-
polyethyleneimine modified with fullerenol bilayer after 2 or 24hour culture. 
As a negative control, the Jurkat cells were cultured without coated bacterial 
cells. The values are presented in form: mean ± SD. 

26,35

18,35

33,3

26,7

93,16

94,13

0

20

40

60

80

100

120

2h 24h

Ju
rk

at
 c

el
ls

 a
liv

e 
[%

]

BR1-S coated PLL/FUOL
BR1-C coated PLL/FUOL
CONTROL

Figure 4: The percent number of viable human leukemia cells B-CLL 
cultured in presence of B. subtilis BR1-S or BR1-C coated with polylysine-
polyethyleneimine modified with fullerenol bilayer after 2 or 24 hour culture. As 
a negative control, the B-CLL cells were cultured in the culture medium. The 
values are presented in form: mean ± SD. 

17,76
11,93

20,82

28,71

93,16

92,43

0

20

40

60

80

100

120

2h 24h

B
-C

LL
 a

liv
e 

[%
]

BR1-S coated with PLL/FUOL
BR1-C coated with PLL/FUOL
CONTROL

Figure 5: Assessment of PI fluorescence (gate P2 and P3) of Jurkat cells 
after 24-hour culture in presence of coated within polyelectrolyte shells BR1-C 
bacterial cells. There were 70.5% PI positive cells (gate P3) and 27.8% PI 
negative cells (gate P2) in the Jurkat cells population.

http://www.pnas.org/content/102/3/755.short
http://www.pnas.org/content/102/3/755.short
http://www.pnas.org/content/102/3/755.short
http://onlinelibrary.wiley.com/doi/10.1002/ijc.23047/full
http://onlinelibrary.wiley.com/doi/10.1002/ijc.23047/full
http://onlinelibrary.wiley.com/doi/10.1002/ijc.23047/full
http://onlinelibrary.wiley.com/doi/10.1002/mabi.200700061/abstract?deniedAccessCustomisedMessage=&userIsAuthenticated=false
http://onlinelibrary.wiley.com/doi/10.1002/mabi.200700061/abstract?deniedAccessCustomisedMessage=&userIsAuthenticated=false
http://onlinelibrary.wiley.com/doi/10.1002/mabi.200700061/abstract?deniedAccessCustomisedMessage=&userIsAuthenticated=false
http://pubs.acs.org/doi/abs/10.1021/la025646e
http://pubs.acs.org/doi/abs/10.1021/la025646e
http://pubs.acs.org/doi/abs/10.1021/la025646e
http://pubs.acs.org/doi/abs/10.1021/jf203378s
http://pubs.acs.org/doi/abs/10.1021/jf203378s
http://pubs.acs.org/doi/abs/10.1021/jf203378s
http://pubs.acs.org/doi/abs/10.1021/nn700408z
http://pubs.acs.org/doi/abs/10.1021/nn700408z
http://pubs.acs.org/doi/abs/10.1021/nn700408z
http://www.sciencedirect.com/science/article/pii/S0734975006000978
http://www.sciencedirect.com/science/article/pii/S0734975006000978
http://www.sciencedirect.com/science/article/pii/S0734975006000978


Citation: Borkowska M, Łyżniak M, Grzeczkowicz A, Stachowiak R, Kawiak J, et al. (2012) The Cytotoxic Effect of Polyelectrolyte Shells Coated 
Bacterial Cells on Human Leukemia Cells. J Nanomed Nanotechol 3:152. doi:10.4172/2157-7439.1000152

Page 5 of 5

Volume 3 • Issue 8 • 1000152
J Nanomed Nanotechol
ISSN:2157-7439 JNMNT an open access journal

8. Schallmey M, Singh A, Ward OP (2004) Developments in the use of Bacillus 
species for industrial production. Can J Microbiol 50: 1-17.

9. Alouf JE, Billington SJ (2005) Repertoire and general features of the family 
of cholesterol-dependent cytolysins: Academic Press, London-San Diego 643-
658.

10. Bielecki J, Youngman P, Connelly P, Portnoy DA (1990) Bacillus subtilis 
expressing a haemolysin gene from Listeria monocytogenescan grow in 
mammalian cells. Nature 345: 175-176.

11. Portnoy DA, Tweten RK, Kehoe M, Bielecki J (1992) Capacity of listeriolysin O, 
streptolysin O, and perfringolysin O to mediate growth of Bacillus subtilis within 
mammalian cells. Infect Immun 60: 2710-2717.

12. Stachowiak R, Granicka LH, Wisniewski J, Lyzniak M, Kawiak J, et al. (2011) 
Cytotoxicity of listeriolysin O produced by membrane-encapsulated Bacillus 
subtilis on leukemia cells. J Microbiol Biotechnol 21: 1193-1198.

13. Borkowska M, Godlewska E, Antosiak-Iwańska M, Kinasiewicz J, Strawski M,et 
al. (2012) Suitability of polyelectrolyte shells modified with fullerene derivate for 
immunoisolation of cells. Experimental study. J Biomed Nanotechnol 8: 912-
918.

http://www.nrcresearchpress.com/doi/abs/10.1139/w03-076
http://www.nrcresearchpress.com/doi/abs/10.1139/w03-076
http://www.nature.com/nature/journal/v345/n6271/abs/345175a0.html
http://www.nature.com/nature/journal/v345/n6271/abs/345175a0.html
http://www.nature.com/nature/journal/v345/n6271/abs/345175a0.html
http://iai.asm.org/content/60/7/2710.short
http://iai.asm.org/content/60/7/2710.short
http://iai.asm.org/content/60/7/2710.short
http://www.ncbi.nlm.nih.gov/pubmed/22127132
http://www.ncbi.nlm.nih.gov/pubmed/22127132
http://www.ncbi.nlm.nih.gov/pubmed/22127132
http://www.ingentaconnect.com/content/asp/jbn/2012/00000008/00000006/art00005
http://www.ingentaconnect.com/content/asp/jbn/2012/00000008/00000006/art00005
http://www.ingentaconnect.com/content/asp/jbn/2012/00000008/00000006/art00005
http://www.ingentaconnect.com/content/asp/jbn/2012/00000008/00000006/art00005

	Title
	Corresponding author
	Abstract 
	Keywords
	Introduction  
	Materials and Methods 
	Reagents
	Zeta potential measurement 
	Fluorescent staining of bacterial cells  
	Confocal laser scanning microscopy (CLSM) 
	Flow cytometry 
	Spectroscopic evaluation  
	Statistics 
	Procedures

	Results
	Discussion
	Acknowledgements
	Figure 1
	Figure 2
	Figure 3
	Figure 4
	Figure 5
	References



